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^1 ABSTRACT 

i  * This itudy WM initiated to investigate the feasibility of cyclic pressure 
testing thick-walled cylinders using electrohydraulic energy.   The primary in- 
tended end use is an economical means of cyclic loading Naval Gun Barrels to 

ä  ' safely determine their fatigue life.   Preliminary examination was conducted on 
sample sections of a 5-inch gun barrel to verify design of end restraints, para- 
bolic shaper, and reflector.   Energy levels of 42 and 52 kilojoules (8,000 and 

4 10,000 volts) were used, and pressures in the order of 40,000 to 68,000 psi were 
generated.   Prom this data, further tests were conducted with an electrohydraulic 
equipment manufacturer to examine rapid cycling and pressure measuring equip- 

« roent.   The results obtained substantiate the use of the technique for cyclic pres- 
sure testing: however, it is considered that additional work is needed to design 
and produce more reliable components to optimize the process. 
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FOREWORD 

This is the final report of work completed under NAVORDSYSCOM Work 
Request WR 4-5886 issued to perform s fessibility study of cyclic pressure test- 
ing thick-walled cylinders using electrohydraulic energy. 

The study was performed by the Nsvsl Ordnsnce Ststion. Louisville. 
Kentucky, with funds provided by the industrial Resources and Facilities Divi- 
sion (ORD-047) of NAVORDSYSCOM under the Msnufscturing Technology Program 

I   ' 
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SECTION 1 

INTRODUCTION 

1.1 SCOPE 

Tlüt study was performed to inveetigete the feeeiblllty of cyclic preeaurlz- 
ing thick-well cylinders using electrohydreulic energy.   This inforrostion is to be 
used for fatigue life studies of gun barrel sections.   In conjunction with this work, 
a program waa conducted to develop parametera neceasary to determine fatigue 
crack growth occurring during life teats. 

1.2 BACKGROUND 

Gun barrels, such as those uaed in the Fleet, are subjected to localized tem- 
perature changes on the inner bore aurface during firing exercises.   Theae cyclic 
thermal stresses produce incipient ruptures in the skin. which may develop into a 
well defined heat check network.   Some of the heat checks, under cyclic loading, 
develop to crack conditions and, if allowed to continue, would cause the gun barrel 

• to rupture. 

It ia moat important to determine the uaeful life of gun barrels, that is, to 
• « remove them from service prior to failure but only after maximum service life is 

attained.   It is this period of time and loading which is of interest to maintain gun 
barrel economy: and. for this purpose, the cyclic pressure testing of barrel sec- 

• . tione waa developed to safely determine their fatigue life. 

The method presently employed at the Army Arsenal at Watervliet, and also 
• for tests on Navy barrela, is the hydrostatic pressure cycling test.   This test 

employs a cloae-fitting, high-strength steel mandrel to keep water volume at a 
minimum.   High preaaure pumps then cycle the water up to the desired teat pres- 

• sure, thirty to fifty thousand pai depending on barrel design, caliber, etc.   It is 
apparent this type of testing duplicates the maximum preaaure experienced in a 
barrel during firing; however, what is lacking is the rapid riae time to preaaure 

■ comparable to that attained during the firing mode.  It was opinioned this could be 
accomplished using s high energy metalworking process - electrohydraulice. 

m 

• Electrohydraulica is a metalworking process which employs the instantaneous 
'             release of controlled quantitiea of stored electrical energy through a aubmerged 

• apark plug or bridge wire.   The electrical energy either ionises a path in the spark 
• gap or vaporizes the bridge wire, generating high velocity shock waves in the 

water.   The apark gap method lends itself to the study aa the bridge wire technique 
is unsuited to rapid aequence cycling. 



During fattgu« life cycling teat«, »om« manner of monitoring crack growth 
la nacaaaary.   A mathod uaad by tha Watervllat Araanal utllliaa ultrasonic Inapac- 
tion (rafaranca (1)).   A technique almilar to that deecrlbed waa developed for elec- 
trohydraulic fatigue cycling.   Thla mathod waa refined to a point where crack depth 
approaching 0.050" waa diacernibla.   The report of the concern contracted to con- 
duct thla portion of the teat la contained in Appendix I. 



SECTION II 

TECHNICAL APPROACH 

2.1      PRELIMiNARY TESTING 

The initial portion of the study was conducted with an electrohydraulic 
machine at the Naval Air Rework Facility. Alameda, California.   This machine 
produces up to 96.000 Joules of energy with 18,500 volts. 

Two sections of a Mk 18 Mod 1 gun barrel. 35" long, were prepared for the 
test.   As a result of machining errors, one barrel section was scrapped.   Prepara- 
tions included facing the section ends for O-ring seal contact and machining three 
ports along the section length for pressure transducer location.   The pressure 
transducers. Kistler Model 207C3 were designed to be used in pressure media up to 
100,000 psi. 

A shaper and reflector were designed to direct the pressure pulse in the 
barrel section.   The parabolic shaper focused the pulse into a long, narrow shock 
wsve which wss directed by the reflector to the surface of the bore.   The conical 
form of the reflector also served to keep the pulse intensity constant as it travelle i 
along the section length. 

The test assembly (Figure 1) consisting of end restraints, reflector, barrel 
and shaper was designed to fit the maximum press opening. The electrohydraulic 
transducer (spark gap) in the lower press platen also contained the waterfill outlet. 

Energy levels of approximately 42 and 52 kilojoules (8,000 and 10,000 volts 
respectively) were discharged for test observations.   The data obtained during this 
portion of the test is discussed in paragraph 3.1. 

2.2      EVALUATION 

The problems encountered during this initial testing prompted the following 
recommendations prior to continuing the investigation: 

a. Electrohydraulic equipment more suited to the rapid cycling necessary 
for fatigue life studies was to be used.   A minimum cycle time of 4 shots per minute 
was the gosl. 

b. More uniform energy pulse.   This was a design problem which has been 
incorporated into later model equipment. 

c. It was desired to obtain more supporting data during later tests.   Data 
to this time was recorded with a dual trace oscilloscope; a magnetic tape recorder 
proved incapable of operation in the high electric field in the area of the electro- 
hydraulic machine. 



PRESS 

PRESSURE 
TRANSDUCER (3) 

PRESS 

WAVE REFLECTOR 

HARK 18 HOD 1 
BARREL SECTION 

35" LENGTH 

PARABOLIC 
WAVE SHAPER 

ELECTROHYDRAULIC 
TRANSDUCER (SPARK GAP) 

FIGURE 1 TEST ASSEMBLY 



d.     Further tasta were to be continued with electrohydraulic equipoient at 
UM SooUorm. Incorporated firm of La Meaa, California.  This firm manufacturea 
•l^otrohydreullc meUlworking machlnea and waa known to have pereoonel expert 
eooed in electrohydraulic meUlformlng.   Parte for many Jet enginee are manufac- 
tured by thla firm ueing the electrohydraulic proceee. 

During the preliminary teaüng. it waa anticipated preeeuree of 40.000 - 
50.000 pal could be obtained.   Teata conducted at the Naval Air Rework Facility 
il^JjilMwl theee preaaurea would be no problem.   Energy lavele ueed to reach 
thaae preaauree were: 

42 kilojoulea - 8.000 volte 
52 kilojoulea - 10.000 volte 

Theae preliminary teata were obaerved by peraonnel from the Soniform 
Ann and it waa opinioned, though their equipment had a maximum energy level 
of 40 kilojoulee. that their equipment could yield t^e neceaaary preaauree. 

2.3     CYCLIC TESTING 

A reatraining fixture waa designed and fabricated by Soniform which could 
bold the teat aaaembly as uaed in the firet trials. Figure 2.  The gaaaa generated 
during the epark discharge required bleeding after each shot eo a gae bleed in 
the upper portion of the assembly controlled the firing switch.   While the gases 
ware bled from the section, the capacitor bank would charge but the firing circuit 
was interrupted.  Aa the gaseous mixture cleared the section, a oontinuoue atream 
of water would be emitted through the hoee. actuating the switch to complete the 
firing circuit.   In this manner. cycle times of four per minute were obtained.   The 
longest, continuous number of cycles obtained in this manner waa over 600 cycles. 
The total number of pressure cycles obtained exceeded 4,500. 

During this portion of the testing, a method of determining crack initiation 
and propagation was developed.   The report concerning this portion of the program 
is contained in Appendix I. 



FIGURE 2 ELECTROHYDRAULIC TEST ASSEMBLY 



SECTION ni 

TEST RESULTS 

3.1 PRELIMINARY INVESTIGATION 

3.1.1 In«trunfnUtion 

Kiatler tranfduc«ra Modal 207C3 i-^ed in ballittic data gathering 
for praaauraa up to 100.000 pal ware placed in the barrel aection.   Three 
trtnaducera were   located along the barrel aection length at equal intervale; 
in thia manner, the praaaure pulae at the origin of the ahock wave could  be 
obtained and compared with preaaurea at the center and end of the aection. 

A cathode-ray oeciUoaoope with the capability to raglater and atore 
a dual trace waa used to determine tranaducer output.   A camera attachment 
filmed the trace, etc.   A Honeywell 5600 Inatrumentation Tape Recorder waa 
alao uaed to record the tranaducer output aignal.   A Kietler 504D Dualmode 
Amplifier received the tranaducer aignal and amplified it for the tape recorder. 
The recorder haa multichannel capabilitiee which were uaed to monitor the 
aignal to the oacilloacope.   The proximity of thia inatrument to the electro- 
magnetic-metal working equipment reaulted in the recording of apurioua in- 
formation.   The electric-field generated during triggering the spark tranaducer 
nullified any data gathered on thia equipment. 

3.1.2 Reaulta 

The conditiona of the electrohydraulic equipment precluded cycling 
of the capacitor bank for rapid cycle  fatigue testing.   During the major portion of 
the time allotted for the teat, the machine waa incapable of cycling rapidly.   A 
timer, finally located after the acheduled teat time aa nearly completed, waa the 
culprit for the low number of cycles conducted during thia phase of the teat.  Of 
the 50 cyriea obtained the inatrumentation probleme diacuaeed in paragraph 
above occurred.   Therefore, the output readinga of only approximately 30 cyclea 
was obtained.   Theae data and discuaaion follow: 

18.500 volta - 96 kilojoulea 

Praaaure Tranaducer Locationa: 

Poaition 1.   -   Bottom of barrel aection 

Position 2.   -   Center of barrel aection 

Poaition 3.   -   Top of barrel section 



IB,500 voltg - 96 kltojoulea 

Pressure Transducer Locations: 

Position 1.   -   Bottom of barrel section 

Position 2.   -   Center of barrel section 

Position 3.   -   Top of barrel section 

8.000 volts    - 42 kllojoules 

Tape Recorder Location Oscilloscope Camera 

Position 1. 34,000 psi 40.000 psi 

Position 2. 50,000 psi 50.000 psi 

Position 3. 34.000 psi 48.000 psi 

Murphy's Law #3  -   If there is a possibility of several things going wrong, 
the one that will go wrong will result in the most damage. 

10,000 volts    - 52 kllojoules 

Tape Recorder Location Oscilloscope Camera 

Position!. 45,000 psi 53,000 psi 

Position 2. f    000 psi 68,000 psi 

Positions. 3-     30 psi 62,000 psi 

The pressure readings recorded on the tape recorder were unsubstan- 
tiated and have been deleted.   The recorder, when recording independently with 
no hookup to the oscilloscope, would trigger haphazardly.   When used in conjunc- 
tion with the oscilloscope, data would agree with the particular pressure transducer 
being monitored, but the other two readings would be inconclusive.  It was opinioned 
that the recorder was too close to the capacitor bank and effects from the electric 
field were interfering with the proper operation of the recorder. 

3.1.3       Findings 

This portion  of the test was terminated and preparations for additional 
tests were made.   Based on the results of the early tests, it was apparent that the 
pressures sought could be reached but other factors now had to be resolved, among 
these were: 



i 

(i)   More conaiitUsnt energy ('Ischar^e ucruHM the «park transducer gap. 

(2) Klectrohydraullc metalworking equipment which could be cycled 
rapidly.   A cycU time of 4 ahota per minute waa the goal. 

(3) Inatrumentation would be placed in a moro remote location from the 
teat aite to iaolate it from electric field effects; alao a method other than the prea- 
aure tranaducera would be uaed to subatantiate the preaaure tranaducer readouta. 

(4) A method to determine the location of crack initiation as well aa 
crack propagation waa to be developed.   The procesa presently uaed by the Army 
in their gun barrel fatigue testing was used aa a starting point.    (Reference (1)) . 

3.2      PROGRAM CONTINUATION 

The services of an industrial firm which manufactureH electrohydraulic 
equipment were contracted for the balance of this study.   At the time of the prelimi- 
nary teating, a representative of a firm. Soniform, Incorporated was present and 
some of the problems were discussed.   It was opinioned that the barrel pressures 
attained with that equipment could be reproduced with the Soniform equipment, 
though the Soniform equipment was rated at a lower capacity.   This opinion was 
baaed upon instances where Soniform had rebuilt similar equipment and reduced 
the power levels from that previously used to form the same part. 

3.2.1        Instrumentation 

The same pressures transducers used in the preliminary study were 
employed.   An oscilloscope with capabilities similar to the first was also used. 

Personnel overseeing instrumentation recommended strain gages to 
correlate the data of the pressure transducers.   It was anticipated the oscilloscope 
and tape recorder would than alternately monitor the information from these two 
devices.    Both the recorder and oscilloscope were placed where no effects from 
electric fields were anticipated. 

It was apparent from the onset of this test that the only instrumentation 
which could be used would be the pressure transducers and the oscilloscope.   The 
instrumentation had been thoroughly checked out and inspected prior to the test 
and still it was of little use in this type of testing.   The strain gages, though 
adequately protected against stray electrical current, arced repeatedly during 
the test.   The sensitivity of the recorder to the intense electrical energy genera- 
ted resulted in the instrument triggering and recording while completely isolated 
from the teat assembly . 

During rapid cycling, the pressure transducers were monitored alternately 
with the camera attachment and these results follow: 



Teat Cycle I'reiiture  (pai) Tranaducer Location 

2 27.500 Top 
2 40.000 Bottom 
3 15.000 - 
4 20.000 Bottom 
5 27.500 Bottom 
8 35.000 Top 
7 20.000 Bottom (17 KV) 
B 12.500 Top (17 KV) 
9 12.500 Top (17 KV) 

10 12.500 
- 20.000 Bottom 
- 20.000 Bottom 

90 20.000 Bottom 
100 28.750 Top 
245 25.000 Top 
248 25.000 Top 
242 26.000 Top 
244 25.000 Top 

- 30.000 Top 

Transducers failed 

Explanation -   The transducers were returned to Kistler for evaluation and 
recommendations for more suitable transducers.   Failures 
were attributed to extremely high mechanical shock as re- 
ported by Sundstrand Data Control. Incorporated. 

10 



SECTION IV 

CONCLUSIONS 

4.0     Though the preaHures were low, the test was conttnund to determine 
other factor   related to the toatlng aa well aa to point out pouaible problem 
area«.   The L'ltraaonic inapection technique was developed and this report is 
attached (Appendix I) . 

By combining the resulta of the preliminary und Huhuequent teats, the 
following resulta are concluded.   The pressures required to stress the barrel 
can be reached with adequate energy; cycle times of four per minut» for long 
periods of time are possible and the ultrasonic inspection technique was proven 
suited to the process. 

Problems disclosed by the rapid cycle times and high energy levels were 
expediently corrected where possible.   Other problems will be resolved in a 
abort development study to be conducted when further work is authorized. 

Prob lens such as cabinet heat, firing switch heat, cable connection, test 
assembly fixturing, and low energy can all be solved by designing equipment to 
suit the purpose. 

The spark transducer problem can be solved in a short development study 
to develop a long life economical transducer.   This will require comparing life 
versus material costs.   Cooling of the spark transducer will extend the life 
markedly and th's also can be designed into the equipment. 

It will also be necessary to conduct short run design tests on reflector 
shapes and transducer designs to "fine tune" the process.   This will be run con- 
current with the transducer tests 

11 



SECTION V 

RECOMMFNDATIONS 

5.0      Since the initiation of thia preliminary study, much intereat haa been 
directed toward the electrohydraullc proceaa to cre«»»r high preaaure ahock 
wavea to etreaa varioua gear.   The Weat German Defenao Ministry and NWL/ 
Dehlgren aa well aa the Army Araenal (Watervliet) have requeated that they be 
kept aware of the development.   The firat two facilitlea have aent repreaenta- 
tlvaa to Navel Ordnance Station. Louiaville seeking addit onal information. 

Prom the reaulte of thia atudy, it ia recommended further funding be author- 
ised aa requeated in the original proposal. 

Preceding page blank 
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•i 
ABSTRACT 

DEVELOPMENT AND APPLICATION OF FOCUSED CONTACT 

ULTRASONIC TECHNIQUE FOR 5-INCH NAVY GUN BARRELS 

. 

* 

A hand- 
developel to 
and measuring 
steel Navy gu 
refracting, c 
the ultrasoun 
was the appli 
Ing fatlaue c 
Impulse loadl 
5-Inch gun ba 
and results o 

scanning,  contact ultrasonic  technique was 
provide a  nondestructive means for detecting 
fatigue crack growth in 5-Inch high-strength 

n barrels.     Refinements  Included a  double- 
oncavo-concave focusing lens to concentrate 
d energy where  It was most needed.     Included 
cation of the developed technique  to monitor- 
rack growth  associated with electrohydraul1c 
ng of one  three-foot breach-end length of   a 
rrel  section.     Calibration and test procedures, 
f the Inspections are reported. 
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INTRODUCTION 

A. PURPOSE   OF   TASK 

The  specific  purpose of   this   task  K*S  to  provide  a 
nondestructive  means  for  detecting  and  measuring  fatigue  crack 
growth   In  5-Inch  high-strength  steel   Navy gun  barrels.      Included 
was   the  application of  the developed   technique   to monitoring 
fatigue  crack  growth associated  with electrohydraul1c   Impulse 
loading  of one   three-foot,   breach-end   length of  5-Inch  gun 
barrel   section. 

B. SCOPE   OF   THIS  REPORT 

The background and technical discussion briefly reviews 
the Navy's general need for fatigue crack measurement In fired 
gun barrels.  It Includes a critique of ultrasonic technique 
developments conducted by the U.S. Army toward measuring fati- 
gue crack growth In artlllary cannon tubes, and approaches to 
Improve on that experience. 

The technique development section details the technical 
basis for ultrasonic detection of fatigue cracks "end-on", 
which was the hypothesis used to create a technique which 
concentrated the Interrogating energy where It was most needed. 
Design of transducer shoes with acoustical lenses, their assembly 
and use, and evaluation with a specially-designed calibration 
standard are covered In detail. 

An ultrasonic test procedure was created to support the 
specific needs of the electrohydraul1c Impulse loading program. 
Instrument set-up, calibration, and measurement Instructions 
are given In step-by-stpp fashion. 

Four gun barrel scans were performed; one prior to electro- 
hydraulic "firing", two in San Diego during the course of electro- 
hydraulic Impulse loading tests, and one after the gun barrel 
section was returned to NOSL Manufacturing Technology.  The test 
data obtained are included in chart form. 

Conclusions and recommendations are offered based on the exper- 
ience of this task. 

Preceding page blank 
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BACKGROUND 

A. U.S.   NAVY  GUN  BARREL   FATIGUE  CRACK  PROBLEM 

Navy gun barrels are life-limited by the fatigue crack 
growth process.  Cost and logistics of shipboard gun barrel 
replacement and value of retired gun barrels In storage (many 
millions of dollars) provided the Incentive to explore means 
to refine the prediction of cyclic life limits and develop 
means to nondestructlvely measure fatigue crack size in exist- 
ing fired gun barrels (aboard ship and in storage). 

B. ELECTROHYDRAULIC   IMPULSE   LOADING   FOR  PROPAGATION  OF 
REPRESENTATIVE   FATIGUE   CRACKS 

Naval   Ordnance Station-Louisv•I 1e   (NOSL)   has  established 
a program  to develop dynamic  electrohydraul1c  pressurization as 
a means  to conveniently and economically propagate gun barrel 
fatigue cracks  which are representative of those  produced  during 
gun  barrel   firing,  that   is,   stressed  KY an axial ly-travel ing 
pressure  wave.     In  the  specific  projra.i  related  to the  subject 
task,  a  three-foot long  breach-end  gun   barrel   section was   fitted 
with  an  internal   spark gap  ("transducer"),  pressure wave guide 
or horn   (Electrohydraul ic  Test  Fixture  TD-14351)  and  filled with 
water.     A  capacitor  bank  was  charged   to   18  kilovolts  and  40 
kllojoules  of  energy,  then discharged  across  the   spark  gap   to 
produce a   sharp  pressure  pulse.     Three  piezoelectric  pressure 
transducers were used to measure  pressure wave maximum,   pulse 
duration  and overall   rate of wave   travel   along  the gun  barrel 
section.     The  dynamic pressure  impulse   loading  tests  were 
performed  at  Sonoform,   Inc.,   San   Diego,   California, using   a 
cycling  rate of  four firings  per  minute when operating. 
Success   in  the  nondestructive test was   to be demonstrated  on the 
cracks  to   be grown  at  Sonoform,  with   the crack growth   results 
serving  to measure  the success   in   using   electrohydraul1c   pressur- 
ization  to propagate firing-related gun  barrel   fatigue cracks. 

C. NONDESTRUCTIVE   EVALUATION   OF  GUN   BARRELS 

The U.S.   Army developed  a   hand-scan  contact  ultrasonic 
technique   for  detecting   the  sound   energy  reflected  from a   fatigue 
crack  tip   (Reference  1).     The   "normal   probe"  technique was   shown 
to reliably detect cracks  0.600  inch  to  2.00  inches deep as 
measured   from  the  bore.     The  cracks  were  produced   in  cyclic 
hydraulic   loading  tests.     The  normal   probe was  typically  a   5 MHz 
contact  ultrasonic  transducer,   3/8   Inch   to  H inch  diameter,  applied 
directly   to  the  00 of  the  gun  barrel,  with water or oil   couplant. 
Laboratory or  full-size  ultrasonic   instrumentation  was   found  to   be 
most   successful.     A mechanical   guide  for  hand  scanning  aided   In 
efficient  data-taking. 
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TECHNIQUE   DEVELOPMENT 

A. TECHNIC . BASIS 
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While a   crack  oriented   parallel   to   the  ultrasound  beam 
path   Is  In   the  worst   possible  position   for   crack  echo   reflection, 
the Army demonstrated   that  sufficiently  large  echos  were obtained 
from  the crack   tip.     Miller ascribed   the  cause  to  Interactions 
with   the  roughness   of   the crack  surfaces.     This would   Indeed 
explain  the gradual   decline of  the  echos  from  the crack  tip  peak 
amplitude   toward   the   bore echo.     Fracture mechanics  deals  with 
crack   growth  and   the   plastic  zone  Just  ahead  of,  and   into  whicli 
grows,   a  fatigue  crack   (Figure  2).     Ultrasound will   reflect  from 
this  plastic  zone and  that hypothesis  was  used  to gu de  the 
subject  technique  development  effort. 

The  problem  of  obtaining  echo   signals   from  the c.*ack  tip 
plastic  zone was   studied  specifically   for   the  5-inch  gun  barrel 
(Figure  3).     Refraction of  the  OD  of   the  gun   barrel   (12."/5   inches) 
with  a  bare  V'   contact  transducer  would   seem  at  first  to  .ie 
negligible,   however,   calculations  via   Snell's  Law: 

sin (Vc/Vw) sinoC 

WHERE OC 

w 

incident angle in water, 
refracted angle In steel 
longitudinal velocity in 
longitudinal   velocity   in 

2.2 
8.9° 

steel, 
water. 

.230 
0587 

in 
in 

IJJL sec 
/^«.sec 

diver 
THe" 

ed showed   that  the  beam 
Beam cross-section  at 
H  Inch  axlally.     Considering 
plastic  zone could  be  reflected, 
of  the  energy   in  each  pulse  could 

by an   included  angle of  13.2  degrees 
ore  was   1.40   inch  circumferential ly   by 

that  only   the  energy  incident  on   the 
it  was  obvious  that more  than   905 
not   interact with  a  given  crack. 
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In addition, signal attenuation In the steel with travel alone 
the ultrasound beam path (8 Inches from 0D-to-bore-to-OD) 
Increased rapidly with the distance from OD surface to crack 
tip, further decreasing the ability to detect the shallow 
fatigue cracks 

Since no real advantage was obtained 
contour matching shoe, convergent focusing 
gated. 

using a simple 
lenses were investl 

The specific concept Is shown In Figure 4.  Desired mini- 
mum detection level was a crack 0.100 Inch deep from the bore. 
The Army's experience gave a 90%  probability of detection ut 
9S%  confidence limits for a crack 0.600 Inch deep.  Critical 
crack length was 2.50 inches deep from the bore. 

Geometrical considerations for maximum energy concentra- 
tion over the crack growth region of greatest interest placed 
the ultrasound beam focus at 0.400 inches from the bore, 
approximately 10* of the distance along the bore-to-0D radius 
line.  Attenuation effects would also be well offset by the 
increasing beam intensity with distance from the 00. 

Reduction of idealized acoustical optics to a practical 
ultrasonic hand-scan contact technique required careful design 
of the transducer holder and focusing lens, careful attention 
to instrument set-up, and quantitative measurement of distances, 
times, and amplitudes associated with the oscilloscope display. 
The operator was included in the design by providing a minimum 
of opportunity for optical misalignment, a comfortable-to-hold 
unit, and a means to signal a defect indication at the trans- 
ducer holder itself.  A simple means for supplying a couplant 
(water) film between lens and gun barrel was retained in view 
of the limited testing to be performed within the scope of the 
subject task. 

B. TRANSDUCER   SHOE   AND   LENS  DESIGN 

The  lens  design was   fixed  by geometrical   considerations 
associated  with   the   selected  focal   point   in   the gun  barrel; 

-radius  of curvature of   the gun  barrel,   inches     (6.375) 
-focal   position  measured  from 00,   inches,      (3.50) 
-diameter  of   the  active  element  in  the  transducer.   Inch (.50) 
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FIGURE  4 
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Snells'   Law was   used   to calculate  the  radius  of  curvature 
of  the  necessary  concavo-corcÄve cyl Indrlcally-focuslng   lenc, 
Figure  5.     The beam   pattern  uas  wedge-shaped   and  aligned with 
the gun barrel  axis/radial   plane. 

The general   calculation approach used was   to determine 
the  Incident  and  refracted  angle relationships  between water 
and  acrylic   plastic,   and  between  plastic  and  gun  barrel   steel 
(both by Snells'   Law)   so  that  the direction  and  angle  of  the 
normal   line  for water/plastic could be  found.      Intersection 
with  the radius   line   located   the center of  curvature  and  thereby 
radius  of curvature.      The   lens was  produced with a   fly-cutter. 
Because  small   changes   In curvature,  either  gun   barrel   OD or water/ 
plastic  radius of curvature,  dramatically  affect  position of  the 
focal   point   In  the  steel,   the  lens designed  was   specific  to   the 
subject  task.     Taper   In  the  gun  barrel   or  other  bore-size gun 
barrels would  require   specific  lens  designs.     A  brief  check  on 
the  use of  such  lens   at  the   7,0  Inch  00 muzzle-end   Indicated 
that  the existing  lens  would  be unsuitable  and   that  a   series of 
lenses  would   be necessary. 

Details   of   the   calculation  procedure  are   proprietary  to 
J.R.   Z1 rbrlck   and  beyond  the  scope of   the   subject  task. 

Use of  a  bare   transducer,  or a   simple  plano-concave  shoe 
would  be even  more  unsatisfactory at  the muzzle-end   than  at 
the  breach-end,  due   to   the  greater  ultrasound   beam divergence. 

Water was used   as  a  couplant and  acoustic   medium between 
transducer  face and   lens  as   a matter of  convenience   In  supply 
and  clean-up.     Light  motor  oil   could  be directly  substituted 
for  couplant  and  acoustic  medium with   little  effect  on  focus 
or  performance.     When   oil   is   to  be definitely  used,   however, 
the  lens design  should   be  based on  its   acoustic   velocity, 
rather  than   that  of  water. 

The  transducer   holder  design,   Figure  6,   provided  a 
hydraulically-tight   fit  between  the  Automation   Industries 
Style  57A 2217   transducer   (SFZ-5.0 Mhj-.S   inch   uia.)   and   the 
main  bore-hole,  using   a  Parker    -016 0-ring   seal.     This   trapped 
the water acoustic medium and  held  the   transducer  firmly  in 
place.     The  slot  provided  entry for  the  transducer  cable and 
microdot connector and   the  alarm light  cable.     The  cap  plate 
protected  the  alarm  light  and  assured  transducer  positioning. 
Overall   size  and  offset of   the main  bore-hole  was designed  to 
give  best access  near   end  flanges of  the  test   rig,   suitable 
assurance of  optical   alignment and operator  hand  comfort. 

Primary  assembly  of  the   lens  to  the  transducer  holder was 
with  two-part,   room-temperature curing  clear  epoxy,  assuring 
proper  alignment and  water-tight  seal.     The   transducer  was 
fitted  with  the 0-ring   (this   style  transducer   includes   the 
proper 0-ring  groove),   then   the 0-ring  and   bore-hole were 
lightly greased with   petroleum jelly. 

36 



FIGURE   5 
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Insertion  of  the transducer  was accomplished with a   suitably 
long,  thin  sewing  needle.     This procedure allowed  the  excess 
water  to  escape until   the  transducer  had seated against  the 
lens.    Quick  removal   of  the  needle  established  the desired 
hydraulic   seal   (care was   taken  to  exclude all   Mr  bubbles). 
This   arrangement assured   reproducible optical   alignment. 
(For a  transducer not  amenable  to   the 0-rlng  seal   concept,   a 
plastic  set-screw would position  the  transducer.     Other  sual 
and   bleed   hole arrangements   would   be  needed  to contain  the 
acoustic  medium). 

Once the transducer was In place the alarm light (light- 
emitting diode, LEO) was set In rubber washers, placed on the 
top  of the   transducer  and   the  cap   screwed  down. 

The full   transducer-holder assembly Is pictured   In 
Figure 7.     Two complete units  were  fabricated  and  delivered. 

The  wiring diagram  between  ultrasonic   Instrument   (Automa- 
tion   Industries  UM771/10N/Fast  Translgate  Reflectoscope)  and 
the   transducer holder   Is  diagrammed   In  Figure  8. 

C.        GUN   BARREL  REFERENCE   STANDARD 

In order to assure that the design Intent ha 
been accomplished In the lens and transducer hold 
a workable test procedure, and provide a basis fo 
prior to and during a gun barrel Inspection, a sp 
Reference Standard was designed and produced. Fig 
The depth position of each hole was calculated to 
(toward 00) surface of a .060 Inch slde-drl1led-h 
even depths between 0.100 Inch and 2.500 Inch fro 
Angular positioning assured that no hole would In 
the adjoining holes by virtue of the ultrasound b 
They were produced with a twist drill to a length 
These holes served to calibrate the time-axis (ho 
oscilloscope) only, and not amplitude. The six 0 
dia. saw-cuts were produced to approximate the sh 
shallow propagating fatigue cracks. They confirm 
calibration of the 0.100 inch detectabi1ity thres 
a reasonably accurate impression of amplitudes an 
orientation effects expected from real fatigue cr 
size. The finished Gun Barrel Reference Standard 
in  Figure  11 . 
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FIGURE   8 
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FIGURE 9 
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FIGURL   10 

h 
O 
2 

o 
o 
<1 

o 
I 

1?$ 
u 

hi • 

UJ 
UJ 

o 
in 
o 

J 

(X 

UJ 

0 
vO 

^ 
i- 

•j 
w 
^ 

2 
5 

3 
0 
Q 

^  ^   J 

^1 ^ < 

LU 

O 
o 

^ 

s 
^ 

u< 9 

UJ .AJ ^ ^ 5 

J 
Id 
3 

CO u 

o 

7 

o 

o 
u 

h 
D 
J 

»- 

vj 

or 

- S.- UJ a 
o 
M 

a 

to J 

VA "V 
v. N 
* V 

^ 

> i. 
■> o 

'4 ^ 

-J 

Q 

in 

o 

li. 

^ hi 

'J 

^ 
^ 

eg! 

43 



FIGURE 11 
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ULTRASONIC TEST PROCEDURE 

A. GENERAL DISCUSSION 

The objective of the test procedure was to detect fatigue 
cracks, measure their size and orientation, and plot their propa-
gationwith cyclic loading. The UM771 Reflectoscope was set-up 
to maximize the time-axis resolution of depth as measured from 
the bore-echo leading edge leftwise to the leading edge of the 
crack tip indication. Sensitivity gain and reject settings were 
adjusted to observe the saw-cut tip indications at maximum ampli-
tude without bringing spurious scattered reflection signals up 
into the baseline. Sweep delay time adjustment allowed the 
convenient display of the bore echo at the right side of the 
oscilloscope, with inspection depth to the left (spread to maxi-
mum practical resolution). Because the instrument sweeps from 
left-to-right, this was an unusual but fully practical set-up. 
The time-gate data window was set to operate from a convenient 
point on the left to just before the bore echo, providing a 
step adjacent to the bore echo wide enough to be easily observed, 
but less than the minimum crack depth resolution threshold of 
0.100 inch. The amplitude gate threshold level was set to the 
lowest level which would avoid the alarm being triggered by 
spurious scatteredsignals. Pulse length was minimized to provide 
best depth resolution. The exact set-up conditions used through-
out the gun barrel test program are given in Table I. Main 
settings were used for newly propagating crack measurement, while 
the values in parentheses were used for deep cracks. Graphical 
plots of the graticule scale versus crack tip depth is presented 
in Figure 12. The equation of each line is also provided, and 
used to calculate Table II. Note that each minor division equals 
0.017 inch of crack growth for the maximized resolution. 
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TABLE   I 

AI UM771/10N/TRANS1GATE   SETTINGS 

OSCILLOSCOPE/TIMER   P. 

Dlv.     (Dial)       240       (063) 

Material     (Dial)       036 

S«t-Up      100 

Pulse Rate  1.0 KHz 

In/Dlv  EXP/.02/1 10  (EXP/.5) 

CalIbrated Sweep 

ION  PULSER RECEIVER 

Pulse Length Minimum, Full CCW 

Tune Maximize Back Reflection 

Reject 8 O'clock Enough to Clear Baseline 

Sensitivity  1.0x10  (1.0x1) 

Freq.  5.0 MHz 

Test Normal 

5.0/.50 SFZ Transducer on R Connector  (Receive) 

FAST TRANSIGATE 

Start 3  Leading edge of time window at 1.2 Div. with 2.5 Radius 
position hole leading edge at 1.5 Div. and peak 
2nd reflection at 1.8 Div. (with in/Div. set at EXP/.5 
1.2 goes to 5.2.  Set the 2.5 hole leading edge at 2.3 Div., 
1st reflection.  Set the window leading edge at 2.2 Div.) 

Length 2 Trailing edge of time window at 8.0 Div. with bore 
(3) reflection at 8.2 Div. 

+Auto Reset  Level at 15^  (20)  Be careful with reject 

Gate Baseline At 0% FSA  SYNC  Main Pulse 

4 Hour For Stabilization  Watch For Transducer Motion in Shoe 
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TABLE I I (Cont 'd) 
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CALIBRATION   PROCEDURE 

1 

2 

3 

6. 

7. 

8. 

9. 

Set-up  the   Instrument  and allow  to  stabilize  for  S 
hour. 

Adjust  the  horizontal   knob  to  place   the   bore  echo 
at  8.2 divisions. 

Adjust  time-gate  start   to  set   the marker  edge  at  1.2 
dlvlslons. 

Adjust  time-gate   length  to set  the marker  edge  at 8.0 
divisions.     This   leaves  0.2  division   (2  minor  division 
lines)  between   the marker edge and  the   bore  echo. 

Check  the  2.5   Inch depth calibration  hole   (second reflec- 
tion)  to assure   It  rises at  1.5 divisions  and  peaks at 
1.8  divisions,   Figure   13a.     Amplitude   should  be  approxi- 
mately  20%. 

If  time  position  requires adjustment use   the Material 
Dial,  keeping   the  bore echo at 8.2 divisions.     Then 
repeat  steps  2   through 5. 

Check  the 0.100   inch depth calibration  hole.     It should 
be easily observed with  its  leading  edge  at  7.6  divisions 
Figure  13b. 

Check  the 0.100  inch depth saw-cut for a  leading edge 
rise  at  7.6 divisions.     Figure  13c. 

Check other  holes  and  saw cuts  as desired  to  assure 
minimum depth   threshold  and  data window  span. 

10.   Set  amplitude  gate  to  20X using  the  second  reflection 
signal   from  the  2.5   inch depth  hole.     Check  alarm lights 
and   buzzer. 

NOTE:     A similar  calibration   procedure was  used   for  the deep- 
crack  set-up. 

NOTE:     A water  filled   gun  barrel   Dore  reduces   the  bore-echo  by 
only  5% FSA  from  the  air-filled  gun  barrel   bore  echo. 
This   is  as  expected  and  changes  no  part  of   the  calibra- 
tion  or  test  procedure.     There  is  no  effect on  crack- 
tip echos. 
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Flüim   13   b 
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c. GUN   BARREL   TEST   PRÜCEÜURI 

1. 

2. 

3. 

Set-up  the 
S  hour. 

instrument  and   allow  to   stabilize   fot 

5. 

6. 

8 

9. 

10. 

11 

Perform a thorough call 

Place the transducer ho 
Figur'» 14. 

Check the 1 
graticule s 
settings. 

Scan the gu 
sections, u 
or clrcumfe 
aids to ass 
Note that t 
S Inch, dir 

Whenever It 
from 8.2 di 
drifted fro 
Reference S 

ocat 1on of t 
cale.  Do no 

n barrel OD 
sing axial s 
rential scan 
ure complete 
he Inspectio 
ectly under 

is observed 
vi s ions or t 
m 8.0 d1v1s i 
tandard . 

Use the alarm buzzer to 
light whenever practica 

For detection of shallo 
observe the indications 
to the alarms. 

As each significant ind 
OD surface location and 
appropriate form. 

Mark each significant i 
surface using a china m 

b r a t i o n . 

Ider on the gun barrel, 

he bore-echo in relation to the 
t adjust from the calibration 

surface in conveniently small 
can with circumferential Index, 
with axial index.  Mechanical 
coverage are acceptable, 

n path is less than 4 Inch by 
the ultrasonic transducer. 

that the bore echo has drifted 
he time-gate length marker has 
ons, recalibrate on the Gun Barrel 

augment the transducer alarm 
ble. 

w fatigue cracks it is wisest to 
on the oscilloscope in addition 

ication is encountered, enter the 
graticule scale position on the 

ndication on the gun barrel OD 
arker pencil or equivalent. 

At the end of all testing recheck the full calibration 
procedure. 
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GUN BARREL TEST DATA 

A. INSPECTION PRIOR TO ELECTRONYDRAULIC IMPULSE CYCLING 

A thorough Inspection scan was performed over the gun 
barrel test section OD surface while It lay on the floor at CTL. 
All Indications which exceeded the 20%  amplitude gate were recorded, 
marked on the gun barrel, and reported. Figure 15.  Each of these 
was relnspected using lower time-axis resolution and each was found 
to correspond to second reflections from near-OD-surface steel grain 
structure or inclusions/porosity.  They did not exhibit crack-echo 
behavior.  The numbers are graticule scale divisions.  Note that the 
indications lie along the extrusion rolling direction of the gun 
barrel, essentially across the rifling direction, in bands 180 degrees 
opposi te each other. 

This data served as a baseline on which to observe crack 
initiation and growth over the course of acoustic Impulse cycling. 

B INSPECTION AFTER 1009 CYCLES 

A thorough inspection scan was performed over the gun barrel 
In its test-rig mounting at Sonoform, Inc., San Dle^o, California. 
The bore was empty of water.  All of the original Indications were 
reconfirmed and no changes or new indications were observed. 
Figure 16. 

C      INSPECTION AFTER 1600 CYCLES 

A thorough inspection scan was performed over the gun barrel 
in the test-rig mounting at Sonoform, Inc.  The bore was filled 
with water.  Five indications adjacent to, or riding on, the bore 
echo were observed, indicating the Initiation and growth of cracks 
to much less than .100 inch depth, Figure 17. 

D.     INSPECTION AFTER 4/G^ C.^LLS 

A thorough inspection scan was performed over the gun barrel 
on the floor at the NOSL Manufacturing Technology Facility.  For 
this test the sensitivity gain was increased to 2.0 x 10. and the 
gate held at 20%.     This essentially doubled the inspection capability 
without excessive interference from spurious scattered signals. 

Three out of five indications from the previous inspection 
were reconfirmed and found to behave as crack-tip echos.  Their 
persistance and peaks ranged between 7.0 and 7.5 respectively on the 
graticule scale, indicating crack depths ranging from .121 to .206 
inches.  Four new such indications w^re observed, marked on the gun 
barrel and reported. Figure 18. 

As an added assurance, a bare 5 MHz transducer was used to 
obtain pulse-echo signals from the opposite end of the 3-foot long 
gun barrel section.  A clean back-echo was observed and reflections 
off the pressure transducer holes were also indicated.  No reflections 
indicative of large fatigue cracks were observed. 
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FIGURE 15 

INSPECTION PRIOR IÜ ELECTROHYDRAULIC IMPULSE CYCLING 
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FIGURE 16 

INSPECTION AFTER 1009 CYCLES 
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FIGURE 17 

INSPECTION AFTER 1600 CYCLES 
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FIGURE 18 

INSPECTION AFTER 4751 CYCLES 
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CONCLUSIONS   ANÜ   HtCOMMENDATIONS 

A. CONCLUSIONS 

1. The  hand-scanning  contact  ultrasonic   technique developed 
was  adequate   to  detect   fatigue  cracks   In   the  5-1ncn 
breach-end   gun  barrel   section. 

2. Time-axis   resolution was   improved   from  The  Army 
experience   of   .100   Inch  per  minor   division   to   .017   Inch 
per  ml nor   division. 

3. Amplitudes of   echoes  from  the  bore   and  calibration  holes 
were  found to  be   significantly  greater   than  for  the  bare 
transducer although  no  detailed   substantiation was 
performed.      This   was  attributed   to   the  focused  lens  design 

4. Indications   related   to  shallow  fatigue  cracks  were 
observed, 

B. RECOMMENDATIONS 

1. Further  evaluate   the developed   technique  to measure  its 
capability   to  detect  real   fatigue  cracks  over a  wide 
range  of  crack  depths  from  bore. 

2. Establish   a   task   to  procure   transducer  lens  design 
calculations   which  cover  all   applications   to  shipboard 
and   storage  gun   barrel   dimensions. 

3. Investigate  gun   barrel   manufacture   quality control   auto- 
matic   inspection  systems  based  on   focusing   lens   immersion 
or  contact   techniques. 

4. Investigate   portable  snipboard   inspection  systems   based 
on  focused   contact   transducers. 
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